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ATTACHMENT 12 - CERTIFICATE OF 
CONSTRUCTION FOR OCPX 80234 
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Association of American Railroads 
Manual of Standards and Ret·ommended Practices 

Sp~cifications for Tank Cars 

'' ' [ 

EXHIBIT R-1 TRINITY FILE: 
Report of WELDED REPAIRS, ALTERATION or CONVERSION 

1. To: Secretary, Mech. Div.-AAR 
Bureau of Explosives-AAR 
Car Owner 

2. Reporting marks and 
number or numbers OCPX 8017 5 

9031 

3. Reported by TRINITY INDUSTRIES, INC. A . D.....ate 11·-5-90 
P f d t 

TRINITY INDUSTRIES, INC.- DENTON, TEXA~ - PLANT #23 5. er orme a -------------------------------
6. Report of 0 Conve1·sion 0 Alterations IX] Welded repairs [j Other 
7. Tank built date 11/90 8. Built by TRINITY INDUSTRIES, INC. 
9. Current AAR Certificate 

No. A906054B 
11. Constructed tank spec. DOT 105A300W 
13. Stenciled spec. DOT 105J300W 

14. Repairs: (Furnish details on back page) 

10. Commodity VINYL CHLORIDE 
(after this work) 

12. Tank spec. DOT 105A300W 
(after this work) 

A. Nature of location of defect- DEFECTIVE GROOVE IN MANWAY NOZZLE RING 
FLANGE . 

B. Cause - :t-1ACHINING ERROR. 

C. Repair procedure - REPAIR BY WELDING IN ACCORDANCE WITH 
DRAWING D-40407. 

15. Alteration or conversion: 
A. Type 

B. Procedure 

C. Materials 

16. Pertinent precedent approved drawings 

A. 
B. 
c. 
D. 

DRAWING TITLE 
REPAIR PROCEDURE 

E. --------------------------------F. 

17. Revisions and Notes: 

DRAWING 
NUMBER 

D-40407 

CERTIFICATE 
NUMBER 

D906045 

18. The cars enumerated above conform to all precedent approvals mentioned and to all 
applicable DOT and AAR requirements, including specifications, regulation s , rules of 
interchange and the DOT safe ty appliance standards. 

By: . v ~ · • • ..?~ n ~r~ ---= Title: (} v,4-L1rJ 
Re\'. 10-17-86 
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